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a syringe and subsequently injected into a physiological 
saline solution (pH 7.4) at 37 °C through a needle.  Its CS 
counterpart (pH 6.2) was used as a control.  During injec-
tion, it was noted that both test solutions were readily 
squeezed through the channel of the needle.  For aque-
ous CS after injection, local precipitates in a dissociated 
manner were formed in saline with time (Fig. 2b).  In con-
trast, immediately after the injected droplet of NPCS was 
in contact with saline, a massive hydrogel was instantly 
produced, thus inhibiting its diffusion in saline.  Addi-
tionally, premature gelation inside the delivery vehicle 
could be completely avoided, since the pH of hydrogel 
precursors inside the needle would not be affected by 
their surrounding fluids.  This is another significant ad-
vantage of the present pH-sensitive hydrogel over the 
temperature-sensitive systems.

The detailed change in supramolecular structure 
associated with the pH-triggered hydrogelation of NPCS 
was examined by SAXS and TEM.  At pH 3.0 where the 
system was in the form of liquid-like gel, the SAXS 
intensity exhibited a power-law dependence of q-1 in 
the high-q region (q > 0.4 nm-1, Fig. 3a), indicating the 
existence of a rodlike 
e n t i t y  i n  t h e  s y s t e m 
u n d e r  l a r g e r  s p a t i a l 
resolution.  The intensity 
showed an obvious up-
turn at lower q, where 
t h e  c o r r e s p o n d i n g 
slope became ca. -2.7.  
The scattering pattern 
s u g g e s t e d  t h a t  t h e 
r e l a t i v e l y  s t i f f  N P C S 
c h a i n s  a s s o c i a t e d 
together to form network 
a g g r e g a t e s  w i t h  t h e 
mass fractal dimension 
of about 2.7 driven by 
the balance bet ween 
charge repulsion and 
hydrophobic interaction.  
The former, stemming 
f ro m  t h e  p ro to n a te d 
amine groups on NPCS, 
tended to promote the 
molecular  d ispers ion 
o f  p o l y m e r  c h a i n s , 
whereas the latter caused 
a g g r e g a t i o n  o f  t h e 
hydrophobic side chains 

Fig. 3:	 (a) Small angle X-ray scattering (SAXS) profiles in log-log plots of NPCS-15% obtained 
at room temperature at different pH environments. The solid curve represented the 
result of model fitting for pH 3.0, where the model adopted was the fractal object with 
cylindrical building blocks; (b) TEM micrograph and (c) polarized optical micrograph of 
NPCS-15% hydrogel at pH 7.4 taken by a JEOL-2100 (HT) TEM operated at 200 kV and 
an Olympus BX-60 polarized optical microscope (POM), respectively.

(palmitoyl groups) within an aqueous environment.  
Since the charge density of the CS backbone saturated 
to its maximum value at pH 3.0, only a limited fraction 
of the side chains associated locally to form the physical 
crosslinks that tied the polymer chains to form network 
aggregates (Fig. 1).

Two structural le-vels of aggregates were hence 
probed by the SAXS profiles. At q > L-1 ( L = the average 
distance between the physical crosslinks), the intensity 
was dominated by the form factor of the sub-chains 
between the physical crosslinks, and the q-1 dependence 
of intensity attested that these sub-chains were extended 
resulting from the charge repulsion.  At lower q where the 
scattering behavior was dominated by the structure at a 
more global level, the intensity displayed another power 
law of I(q) ~ q-2.7 characterizing the fractal dimension 
of the network aggregates.  The fitting of the observed 
scattering profile by the scattering function for a fractal 
object composing of cylindrical building blocks yielded 
the actual fractal dimension and the correlation length (a 
measure for the aggregate size) of the aggregate of 2.60 
and 24.7 nm, respectively.
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The SAXS pattern changed apparently when pH 
was increased to 7.4 or 8.5, where the system turned 
into hydrogel.  A peak was observed at 2 nm-1 following 
a monotonic intensity decay.  At high pH, NPCS lost a 
large fraction of charges due to deprotonation of its 
amine groups; therefore, the hydrophobic interaction of 
palmitoyl groups dominated and caused the polymer 
chains to aggregate significantly.  In the condensed 
aggregates thus formed, the polar-nonpolar repulsion 
between the backbone and the side chains further 
induced a nanophase separation, and the characteristic 
spacing between the induced nanodomains yielded a 
peak in the SAXS profile.  The domain spacing (d) deduced 
from the SAXS peak position (q*) via d = 2π/q* was 3.1 nm.

The real-space morphological observation of the hy-
drogel by TEM revealed that such a nanophase separation 
led to the formation of a sponge structure (Fig. 3b), 
characterized by the extensive interconnection of the 
nanodomains.  These interconnected domains in the 
micrograph indeed showed two preferred orientations, 
as further manifested by the four-fold symmetry of the 
Fourier-transform pattern of the micrograph (the inset of 
Fig. 3b).  The two lobes along the equator were associated 
with the relatively regular spacing of the vertically 
aligned nanodomains, while those along the meridian 
were due to the spacing of the horizontally aligned 
domains.  The ordered sponge structure was optically 
anisotropic, showing the liquid crystalline birefringent 
texture observed under the polarized optical microscope 
(Fig. 3c).  Consequently, the hydrogels formed by NPCS 
at pH 7.4 or pH 8.5 were liquid crystalline, characterized 
by a nanophase-separated sponge morphology with the 
characteristic domain spacing of 3.1 nm.  It should be 
noted that the SAXS profile observed at pH 6.5 appeared 
to be a superposition of the two characteristic SAXS 
patterns seen at pH 3.0 and pH 7.4/pH 8.5, suggesting the 
coexistence of the two corresponding structures.

The transformation of the nanostructure associated 
with the pH-triggered hydrogelation of NPCS was hence 
established based on the aforementioned SAXS and 
TEM results.  As pH was increased, the hydrophobic 
interaction of side chains became dominant, thereby 
transforming the liquid-like gel composing of inter-chain 
network aggregates into a hydrogel, in which the polymer 
chains aggregated prevalently to yield the extensively 
interconnected nanodomains in a sponge structure.

In summary, we have developed an injectable 
reservoir system made of a hydrophobically-modified CS 
that can be rapidly transformed into hydrogel triggered 

by its environmental pH within a narrow range via a 
nanostructure transformation.  Examined by SAXS and 
TEM, the hydrogel formed at physiological pH was liquid 
crystalline, characterized by a nanophase-separated 
sponge morphology.  This in-situ forming hydrogel 
may enable the applications of drug delivery or tissue 
engineering to be performed in a minimally invasive 
manner.
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